TEST REPORT: No. CRSSA/201047825-CA47878 REPORTED DATE: 07-October-2020
Job Ref. CRS/2020-09-29-017

PENFIBRE SDN BHD - FILM DIVISION

LOT 128-130,
PRAI FREE INDUSTRIAL ZONE 1,
13600 PRAI, PENANG, MALAYSIA.

The following sample(s) was/were submitted and identified by applicant as:

SAMPLE DESCRIPTION : LUMIRROR PET FILM -
T60/T60C/T60E/T60K/TE0M/T60P/T60S/T60W/T62/T62M/A61/T605/T6PX/T6PY/T6PZ/T6PA/T6PB/
T6PC/T6PD

SAMPLE RECEIVED : 29-September-2020

TESTING PERIOD : 29-September-2020 to 05-October-2020

TEST REQUESTED :  Selected test(s) as requested by customer

TEST METHOD . -PLEASE REFER TO NEXT PAGE(S)-

TEST RESULTS :  -PLEASE REFER TO NEXT PAGE(S)-
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TEST RESULTS:

Test Part Description
Sample Description: -PLEASE REFER TO PAGE 1-

RoHS Directive (EU) 2015/863 amending Annex |l to Directive 2011/65/EU

Test Parameter(s): Unit Test Method Result MDL Limit
Cadmium (Cd) mg/kg With reference to IEC 62321-5:2013, N.D. 2 Max 100
determination of Cadmium by ICP-OES.
Lead (Pb) mg/kg With reference to IEC 62321-5:2013, N.D. 2 Max 1000
determination of Lead by ICP-OES.
Mercury (Hg) mg/kg With reference to IEC 62321-4:2013+A1:2017, N.D. 2 Max 1000
determination of Mercury by ICP-OES.
Hexavalent Chromium mg/kg With reference to IEC 62321-7-2:2017, N.D. 8 Max 1000
determination of Hexavalent Chromium b
(CrVI) y
Colorimetric Method using UV-Vis.

Sum of PBBs ma/kg With reference to IEC 62321-6:2015, N.D. 5 Max 1000
determination of PBBs and PBDEs by GC-MS.

Monobromobiphenyl mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Dibromobipheny! mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Tribromobiphenyl ma/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Tetrabromobiphenyl mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Pentabromobiphenyl mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Hexabromobipheny! mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Heptabromobiphenyl mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Octabromobipheny! mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Nonabromobipheny| mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Decabromobiphenyl mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.
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TEST REPORT: No. CRSSA/201047825-CA47878 REPORTED DATE: 07-October-2020
Job Ref. CRS/2020-09-29-017

TEST RESULTS:

Test Part Description

Sample Description: -PLEASE REFER TO PAGE 1-

RoHS Directive (EU) 2015/863 amending Annex |l to Directive 2011/65/EU

Test Parameter(s): Unit Test Method Result MDL Limit

Sum of PBDEs mg/kg With reference to IEC 62321-6:2015, N.D. 5 Max 1000
determination of PBBs and PBDEs by GC-MS.

Monobromodipheny| ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Dibromodiphenyl ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Tribromodiphenyl ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Tetrabromodipheny| ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Pentabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Hexabromodipheny! ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Heptabromodipheny| ether mg/kg With reference to IEC 62321-62015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Octabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -
determination of PBBs and PBDEs by GC-MS.

Nonabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015, N.D. 5 -

determination of PBBs and PBDEs by GC-MS.

Decabromodiphenyl ether mg/kg With reference to IEC 62321-6:2015, N.D. 5
determination of PBBs and PBDEs by GC-MS.

Note : (a) mg/kg = ppm ; (0.1wt% = 1000ppm)
(b) N.D. = Not Detected
(c) MDL = Method Detection Limit
(d) - = Not regulated
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REPORTED DATE: 07-October-2020

TEST REPORT: No. CRSSA/201047825-CA47878
Job Ref. CRS/2020-09-29-017

Test Part Description :
Sample Description: -PLEASE REFER TO PAGE 1-

PENFIBRE SDN BHD - FILM DIVISION
CA47878
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TEST REPORT:

No. CRSSA/201047825-CA47878
Job Ref. CRS/2020-09-29-017

1. DETERMINATION OF CADMIUM CONTENT
BY IEC 62321-52013

Zample Receiving and Regigraion

SamplePreparation

-
Weigh zample (0.2-05g)into digegion ves=zel
-
Arcid digestion{Microvaywe)

"TatallyDizzalwed"

-
Filtration

-
Analyseshy |ICP

2.DETERMINATION OF LEAD CONTENT
BY IEC 62321-52013

Zample Receiving and Regidraion

Sample Preparation

-
Weighsample (0.2-0.531irto digegion veszel
-
Acid digestion{Microweywe)

"TotallyDizzalvwed"

-
Filtration

-
Analyseshy ICP

3. DETEEMINATION OF MERCURY CONTEHNT
BY IEC 62321-4 2013/AMD 12017

Sample Receiving and Regigraion
Sample Preparation
Weigh zample (0.1-05g)into digegion vessel
-
Acid digegtion{Micrownayve)
-
"TotallyDissolvwed"

+
Filtration

+
Analyzeskhy (CP

4a. DETERMINATION OF HEXAVAIL ENT CHROMIUM
BY IEC 62321-7-2 2017 (Other Materials)

Sample Preparation
-
Digestionat 150~160"C
-
Separating to Ohbtain AqueouszPhass
-
pH Adjustment
-
Add Dipheny-Cartbazide for Color Development

-
Analyses by UY- Spectrophatometer (240 nm)

4h. DETERMINATION OF HEXAVALEWT CHROMIUM
BY IEC 62321-7-2 2017 (Soluble Pohaners)

Sample Preparation
-

Add Digegion=alution
-

Urasonicate Sample
-

pH Adjustment
-
Add Diphenyd-Carbazide for Colour Devel opment

-
Analyzeshy UY- Spectrophotometer (240 nm)

5. DETERMINATION OF PEBPBDE WTH GC-MS
BY IEC 623216 2015

Sample Preparation

Weigh zample (0.5-4.0g) into extradionthimble
Soxhlet Extraction with Toluene
-+

Filterthrough 042 um membrane filter

Analyzesby GC-MS (with appropriate dilution)
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